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Applicant SHANGHAIJOYSUN CHEMICAL CO.,LTD
Address ROOM 706-708, NO.1018 SOUTH MOYU ROAD, ANTING TOWN, JIADING DISTRICT,

SHANGHAI, CHINA

The following sample(s) and sample information was/were submitted and identified by/on the behalf of

the client
Sample Name

Sample Color
Sample Received Date
Testing Period

Test Conducted:

EVA foam - JSJ101WJ

White
Oct. 13, 2017

Oct. 13, 2017 to Oct. 19, 2017

As requested by the applicant, for details refer to next page(s)

Tested by

E Z TG(R Reviewed by Skﬂo Xua.l\

Date Oct. 19, 2017

Yanna Cao

Lab Manager

No. S242511398
CTI Building, No.4, Liuxian 3rd road, Xin’an Street, Bao’an District,
Shenzhen, P.R.China
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Summary of Test Result(s)

Test Standard

Test Result/Conclusion

Test Item(s)
Refer to US EPA 3550C:2007 &
Acetophenone See page 3
US EPA 8270D:2014
Refer to US EPA 3550C:2007 &
2-Phenyl-2-propanol See page 3
US EPA 8270D:2014
Refer to US EPA 3550C:2007 &
Formamide See page 3
US EPA 8270D:2014
Odour SNR 195651:2015 See page 3
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Tests Conducted (As Requested by the Client)
1  Acetophenone (Refer to US EPA 3550C:2007 & US EPA 8270D:2014)

Test Result (mg/kg) Client’s Limit
Tested Item(s) MDL (mg/kg)
001 (mg/kg)
Acetophenone N.D. 10 -

2  2-Phenyl-2-propanol (Refer to US EPA 3550C:2007 & US EPA 8270D:2014)

Test Result (mg/kg) Client’s Limit
Tested Item(s) MDL (mg/kg)
001 (mg/kg)
2-Phenyl-2-propanol N.D. 10 --

3  Formamide (Refer to US EPA 3550C:2007 & US EPA 8270D:2014)

Test Result (mg/kg) Client’s Limit
Tested Item(s) MDL (mg/kg)
001 (mg/kg)
Formamide N.D. 10 -

Remark: -MDL = Method Detection Limit
-N.D. = Not Detected (<MDL)
-mg/kg = ppm = parts per million

4  Odour (SNR 195651:2015)

Test Result . o
Tested Item(s) Client’s Limit
001
Odour Grade 1 -

Remark: Grade scale:
1=Odourless
2=Weak odour
3=Medium odour
4=Strong odour
5=Very strong odour
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Tested Sample/Part Description
001  White EVA foam

Photo(s) of the sample(s)

*** End of Report ***

The test report is effective only with both signature and specialized stamp. The result(s) shown in this report
refer only to the sample(s) tested. Without written approval of CTI, this report can’t be reproduced except in full.
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